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(57) ABSTRACT

A manufacturing method of a semiconductor device accord-
ing to the present invention includes the steps of (a) preparing
an insulating or conductive substrate; (b) arranging a bonding
material having sinterability in at least one bonding region of
aprincipal surface of the substrate (i.e., insulating substrate);
and (c) sintering the bonding material while a bonding surface
to be subjected to bonding of at least one semiconductor
element is brought into pressurized contact with the bonding
material, and bonding the substrate (i.e., insulating substrate)
and the semiconductor element together through the bonding
material. The bonding region in the step (b) is inwardly posi-
tioned from the bonding surface (i.e., region) of the semicon-
ductor element in plan view, and the bonding material is not
protruded outwardly from the bonding surface of the semi-
conductor element in plan view even after the step (c).
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SEMICONDUCTOR DEVICE AND
MANUFACTURING METHOD THEREOF

BACKGROUND OF THE INVENTION

1. Field of the Invention

The present invention relates to a semiconductor device
and a manufacturing method thereof, and particularly relates
to a method for bonding a semiconductor element.

2. Description of the Background Art

In view of stricter environmental regulations in recent
years, a demand for environmentally friendly electronic
devices (i.e., electronic devices corresponding to high quality,
high efficiency, and energy saving) has been growing. Par-
ticularly, an electronic device corresponding to high power
has been demanded as with industrial equipment, a drive
control device for a home electric appliance provided with a
motor, an in-vehicle control device for an electric vehicle and
a hybrid vehicle, a control device for a railway vehicle, a
control device for solar power generation, and the like. Fur-
ther, high efficiency and low loss in the operation under a
high-load environment (under a high-temperature environ-
ment) of electronic devices have been demanded. The high-
temperature environment is an environment at a temperature
of' 150 to 175° C. or higher (e.g., 200° C.). Development of a
semiconductor element which operates under the high-tem-
perature environment has been progressing. Also, a high den-
sity in current has been promoted as a characteristic of a
package.

Energy saving performance under a high-temperature
environment has been demanded for an electronic device
used, in particular, as an in-vehicle control device and a
control device for a railway vehicle. The normal operating
temperature has been, for example, 150° C. or lower. How-
ever, a demand for use under a high-temperature environment
of 200° C. or higher is deemed to increase. Under a high-
temperature environment of 200° C. or higher, SiC or GaN
can well correspond, instead of Si, as a semiconductor ele-
ment.

In view of this, it has been necessary to review materials
and structures of electronic devices in order to suppress a
switching loss and realize a low loss and high efficiency in
operation under the high-temperature environment. Particu-
larly, since a bonding portion inside a semiconductor device
applied to an electronic device is most susceptible to deterio-
ration, realizing high quality, high reliability, and long life of
the bonding portion has been a large problem.

Then, to enhance high-temperature durability of the bond-
ing portion, a bonding material having sinterability has been
used instead of a solder material (e.g., see Japanese Patent
Application Laid-Open No. 2004-107728). When a semicon-
ductor element is bonded to a substrate with a bonding mate-
rial having sinterability, the bonding material is sintered by
pressurizing and at the same time heating the bonding mate-
rial between a rear surface of the semiconductor element and
a front surface of the substrate, and thus bonding is per-
formed.

As described above, when the bonding is performed with
the bonding material having sinterability, for example, the
bonding material is pressurized between the rear surface of
the semiconductor element and the front surface of the sub-
strate in addition to heating. As a result, there has been a case
where sintering is performed while the bonding material is
protruded around the semiconductor element by pressuriza-
tion. The protruded bonding material is sintered without
being sufficiently pressurized. The bonding material which
has been sintered while being protruded easily drops off
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because a fillet shape is not formed as in the case of the solder
material. As a result, there has been such a problem that in a
manufacturing step subsequent to a step for bonding the semi-
conductor element, the protruded bonding material drops off
by vibrations or the like, which causes a trouble such as a
short-circuit.

SUMMARY OF THE INVENTION

It is an object of the present invention to provide a semi-
conductor device in which high-temperature durability, qual-
ity, and reliability of a bonding portion that bonds a semicon-
ductor element and a substrate together are improved by using
a bonding material having sinterability, and a manufacturing
method thereof.

The manufacturing method of the semiconductor device
according to the present invention includes the steps of (a)
preparing an insulating or conductive substrate; (b) arranging
a bonding material having sinterability in at least one bonding
region of a principal surface of the substrate; and (c) sintering
the bonding material while a bonding surface to be subjected
to bonding of at least one semiconductor element is brought
into pressurized contact with the bonding material, and bond-
ing the substrate and the semiconductor element together
through the bonding material. The bonding region in the step
(b) is inwardly positioned from the bonding surface of the
semiconductor element in plan view, and the bonding mate-
rial is not protruded outwardly from the bonding surface of
the semiconductor element in plan view even after the step
(©).
The bonding material is arranged inwardly in plan view
from the bonding surface of the semiconductor element, and
therefore it is possible to heat the bonding material while
sufficiently applying pressure to the bonding material. In
addition, since even after bonding, the bonding material does
not protrude around the semiconductor element, such a case
does not occur that the protruded bonding material drops off
in a step subsequent to the bonding step (e.g., a step of wire
bonding) or after completion of the semiconductor device. As
a result, it is possible to obtain the semiconductor device
having high quality and high reliability, in addition to the
high-temperature durability obtained by using the bonding
material having sinterability.

These and other objects, features, aspects and advantages
of'the present invention will become more apparent from the
following detailed description of the present invention when
taken in conjunction with the accompanying drawings.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 11is a cross sectional view of a semiconductor module
including a semiconductor device according to a first pre-
ferred embodiment;

FIG. 2 is a plan view of an insulating substrate for explain-
ing a manufacturing method of the semiconductor module
according to the first preferred embodiment;

FIG. 3 is a cross sectional view of a semiconductor module
including a semiconductor device according to a second pre-
ferred embodiment; and

FIG. 4 is a plan view of an insulating substrate for explain-
ing a manufacturing method of the semiconductor module
according to the second preferred embodiment.

DESCRIPTION OF THE PREFERRED
EMBODIMENTS

First Preferred Embodiment
Configuration

FIG. 1 illustrates a cross sectional view of a semiconductor
module which includes a semiconductor device according to
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this preferred embodiment and which is applied to an elec-
tronic device used under a high-temperature environment.
The semiconductor device according to this preferred
embodiment includes an insulating substrate 3 which is a
substrate having an insulating property, a semiconductor ele-
ment 1 bonded to the insulating substrate 3, and a bonding
material 2 having sinterability that bonds the insulating sub-
strate 3 and the semiconductor element 1 together.

The insulating substrate 3 is bonded onto a heat dissipation
plate 4 through solder 13 or a bonding material having sin-
terability. The insulating substrate 3 includes a circuit pattern
on a surface thereof. The circuit pattern on the surface of the
insulating substrate 3 and a back side electrode of the semi-
conductor element 1 are bonded together with the bonding
material 2 having sinterability.

The heat dissipation plate 4 is fixed to a case 8 to serve as
an outer hull of the semiconductor module with, for example,
an adhesive 12. The case 8 encompasses peripheries of the
insulating substrate 3, the semiconductor element 1, a wire 7,
and a control board 11 which will be described later. The case
8 made of a resin is integrally formed with an electrode 9. An
upper side electrode of the semiconductor element 1 and the
electrode 9 are connected together with the wire 7. Further,
the control board 11 having a drive circuit and a protective
circuit mounted thereon is connected to the semiconductor
element 1 through the electrode 9.

Further, by injecting a sealing material 10 into the case 8,
the insulating substrate 3, the semiconductor element 1, the
wire 7, and the control board 11 are sealed.

Hereinafter, each constituent will be described in details.
Note that a size of each constituent described hereinafter is
one example, and is not restricted to the described size. The
heat dissipation plate 4 is for example a radiator plate having
a side length of 50 to 300 mm, a thickness of 3 to 5 mm, and
a large thermal capacity, and made of Cu, Al, or an AI—SiC
composite. The heat dissipation plate 4 is bonded to the insu-
lating substrate 3 through a bonding material having sinter-
ability and a thickness of about 20 to 150 pum, or the solder 13
having a thickness of about 100 to 200 pm.

The insulating substrate 3 is formed of A1,O;, AIN, Si;N,,
ZrAl,0;, or the like having a constant thickness of 0.2 to 3
mm. When a rear surface of the insulating substrate 3 and the
heat dissipation plate 4 are bonded together with the solder
13, the rear surface of the insulating substrate 3 is treated with
Ni plating having a thickness of 2 to 10 pm. Further, the
circuit pattern is formed on a surface of the insulating sub-
strate 3 (i.e., a surface on an upper side in FIG. 1) opposite to
the heat dissipation plate 4. The surface on which the circuit
pattern is formed is treated with a resist. The semiconductor
element 1 is bonded to the circuit pattern formed on the upper
surface of the insulating substrate 3 through the bonding
material 2 having sinterability.

The semiconductor element 1 is, for example, a power
semiconductor element, and is a semiconductor element such
as an IGBT, MOSFET, or diode which deals with a large
amount of power. The semiconductor element 1 forms, for
example, a three-phase circuit so that an AC output is realized.
Note that the semiconductor element 1 is not restricted to the
IGBT, MOSFET, or diode made of Si, but may be made of SiC
or GaN. For example, when the semiconductor element 1 is
the IGBT, the back side electrode provided on a bottom sur-
face of the semiconductor element 1 is a collector electrode,
and upper side electrodes provided on a surface of the semi-
conductor element 1 are an emitter electrode and a gate elec-
trode.

When the semiconductor element 1 forms a three-phase
circuit, the semiconductor element 1 (for example, the diode,
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IGBT, or MOSFET) is, for each phase, is bonded to the circuit
pattern on the insulating substrate 3 by wire bonding with the
wire 7 made of aluminum or the like, and connected by wiring
in the electronic device.

The case 8 is made of a resin such as PPS, PBT, or epoxy
resin. The electrode 9 is an AC output terminal or an input/
output terminal that performs output and input to and from
outside, and is made of copper or a copper alloy having a
thickness of about 1 mm. The electrode 9 is formed integrally
with the case 8.

The electrode 9 on the right side in FIG. 1 is connected to
the upper side electrode (e.g., gate electrode) of the semicon-
ductor element 1 (e.g., IGBT) with the wire 7, and the elec-
trode 9 is connected to the control board 11 having a drive
circuit and a protective circuit mounted thereon, and receives
an input of a control signal for performing switching. As
illustrated in FIG. 1, the control board 11 is supported by the
electrode 9 to be arranged above the insulating substrate 3 in
a state substantially parallel to the insulating substrate 3.

The upper side electrode (emitter electrode) of the semi-
conductor element 1 (e.g., IGBT) is connected to an electrode
of'the semiconductor element 1 adjacent thereto with the wire
7. The electrode 9 on the left side in FIG. 1 is connected to a
motor, a battery, and a harness outside the case 8 by wiring.

The sealing material 10 is an insulating gel material based
on Si. Note that a lid (not illustrated) is fitted to the case 8
through an adhesive.

Note that in a bonding portion between each of the semi-
conductor elements 1 and the insulating substrate 3, the bond-
ing material 2 is not protruded outwardly from a bonding
surface to be subjected to bonding of the semiconductor ele-
ment 1 in plan view. Note that in this preferred embodiment,
the bonding surface to be subjected to bonding of the semi-
conductor element 1 is the bottom surface of the semiconduc-
tor element 1. Specifically, for example, the bottom surface of
the semiconductor element 1 has one side of 4 mm to 18 mm,
and the bonding material 2 is inwardly positioned with
respect to each side of the bottom surface of the semiconduc-
tor element 1 by 30 to 200 pm. Note that it is preferable that
an end of the bonding material 2 be positioned within 500 um
or less from each side of the bottom surface of the semicon-
ductor element 1.

In this way, the fact that the bonding material 2 is not
protruded outwardly from the bonding surface of the semi-
conductor element 1 in plan view means that the bonding
material 2 has been sufficiently pressurized between the semi-
conductor element 1 and the insulating substrate 3 in a step of
sintering the bonding material 2.

On the other hand, as described in the Description of the
Background Art, when the bonding material 2 is protruded
outwardly from the bonding surface of the semiconductor
element 1 in plan view, this means that the protruded bonding
material 2 has been sintered without sufficient pressurization.
There has been such a possibility that the protruded portion
drop off.

In the bonding portion between the semiconductor ele-
ments 1 and the insulating substrate 3, a thickness of the
bonding material 2 after bonding becomes about 20 pum to 200
um. In solder bonding, it has been necessary that a thickness
of'solder be 1000 um or more in order to secure reliability of
the bonding portion. On the other hand, when the bonding
material 2 having sinterability is used, the reliability is not
affected even when the thickness is 1000 um or less.

Manufacturing Method

First, the bonding material 2 having sinterability according
to this preferred embodiment will be described. The bonding
material 2 in a paste form includes fine metallic particles, a
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solvent, and a surface stabilizer. The fine metallic particles are
made of Ag, Cu, Au, Pd, Pt, or the like having a diameter of 1
nm or more and 10 pm or less. A surface of the fine metallic
particle is covered with an organic protective film. By using
the bonding material 2 including the fine metallic particles of
nanosize or microsize, depression of the melting point is
caused, and it is possible to perform sinter bonding at a
temperature lower than a melting temperature specific to the
bonding material. After the bonding, the melting point is
increased to be comparable to that of a bulk material, and high
heat resistance and reliability can be obtained.

When Ag is used for the fine metallic particles of the
bonding material 2, the bonding material 2 is pressurized
between the semiconductor element 1 and a conductive sub-
strate 5 while being heated at a temperature of about 180° C.
to 350° C. After the bonding, the bonding material 2 can
secure heat resistance of about 900° C.

In the bonding material 2 in a paste form, since the metallic
particles (e.g., Ag) are covered with the protective film, the
particles do not bond to one another and are stable in the
solvent. When the bonding material 2 is heated, the solvent
(e.g., organic substance) vaporizes, and the metallic particles
bond together. When the size of the metallic particles
becomes at the nano-level, surface energy increases, and
therefore such a sintering phenomenon occurs that the par-
ticles cohere and bond together at a temperature lower than a
bulk melting point. Therefore, it is not necessary to heat the
semiconductor element 1 and the insulating substrate 3 up to
the bulk melting point during bonding, and it is possible to
avoid thermal stress, strain, warpage, and the like caused
thereby.

A manufacturing method of the semiconductor device
according to this preferred embodiment will be described.
First, the insulating substrate 3 is prepared. The circuit pattern
is formed on an upper surface of the insulating substrate 3.
FIG. 2 is a plan view of the insulating substrate 3. Next, the
bonding material 2 in a paste form and having sinterability is
arranged in a bonding region 3a of the circuit pattern on the
upper surface of the insulating substrate 3. Namely, the bond-
ing region 3a is a region in which the bonding material 2 is
arranged. Printing is performed by, for example, screen print-
ing. Note that that it is also possible to simultaneously print
the bonding material 2 on a plurality of bonding regions 3a
when the bonding material 2 is arranged on the insulating
substrate 3. Further, it is possible to simultaneously perform
printing on a plurality of insulating substrates 3 by arranging
the plurality of insulating substrates 3 in a printing device and
performing printing.

Next, the semiconductor element 1 is mounted on the
bonding material 2. In FIG. 2, the region 35 is a region on
which a bonding surface of the semiconductor element 1 is
projected. Since the bonding surface of the semiconductor
element 1 is the bottom surface of the semiconductor element
1 in this preferred embodiment, the semiconductor element 1
is mounted so that the bottom surface thereof overlaps the
region 3b. Here, the bonding region 3« in which the bonding
material 2 is arranged is inwardly positioned from the region
3b. Namely, the bonding material 2 is arranged inwardly from
the region 35 in the step of arranging the bonding material 2
which is described above. Specifically, for example, each side
of the bonding region 3a in which the bonding material 2 is
arranged is inwardly positioned from each side of the region
35 by 30 to 200 pum.

Then, the bonding material 2 is sintered while the bonding
surface of the semiconductor element 1 that has been
mounted is brought into pressurized contact with the bonding
material 2. The processing of pressurization and heating is
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6

performed by a hot press apparatus. The heating temperature
is in a range of 180° C. to 350° C., a pressurizing force is in a
range of 5 MPa to 30 MPa, and this state is kept for 30 to 180
seconds to perform bonding. By this pressurization and heat-
ing processing, the insulating substrate 3 and the semicon-
ductor element 1 are bonded together through the bonding
material 2. Note that in the step of performing the pressuriza-
tion and heating processing by the hot press apparatus, the
plurality of insulating substrates 3 may be collectively pro-
cessed.

Note that the semiconductor element 1 is a MOSFET, an
IGBT, a diode, or the like made by using a semiconductor
such as SiC, GaN, or the like as a material. Each side of the
bottom surface of the semiconductor element 1 is for example
in a range of 4 to 18 mm.

Next, a lower surface of the insulating substrate 3 and the
heat dissipation plate 4 are bonded together. The bonding is
performed by solder bonding. Note that in the case where the
lower surface of the insulating substrate 3 and the heat dissi-
pation plate 4 are bonded together with the bonding material
having sinterability, when the semiconductor element 1 and
the insulating substrate 3 are bonded together, the insulating
substrate 3 may be mounted on the heat dissipation plate 4
through the bonding material having sinterability in advance,
and the bonding may be performed simultaneously by a hot
press apparatus.

Next, the case 8 is fixed to the heat dissipation plate 4 with
the adhesive 12. Then, the upper side electrodes of the semi-
conductor element 1, or the upper side electrodes of the
semiconductor element 1 and the electrode 9 are connected
together with the wire 7. Connection of the wire 7 is per-
formed by wire bonding. Further, the control board 11 is
connected to the electrode 9. Finally, the sealing material 10
is injected into the case so that the insulating substrate 3, the
semiconductor element 1, the wire 7, and the control board 11
are sealed. Through these steps, the electronic device includ-
ing the semiconductor device according to this preferred
embodiment is produced.

As described above, in the manufacturing step of a semi-
conductor device according to this preferred embodiment, the
bonding material 2 is arranged inwardly in plan view from the
bonding surface of the semiconductor element 1, and then the
bonding material 2 is heated and pressurized. As a result, it is
possible to heat the bonding material 2 while applying suffi-
cient pressure to the bonding material 2. In addition, since
even after bonding, the bonding material 2 does not protrude
around the semiconductor element 1, such a case does not
occur that the protruded bonding material 2 drops off in a step
subsequent to the bonding step (e.g., a step of wire bonding)
or after completion of the semiconductor device. As a result,
it is possible to obtain the semiconductor device having high
quality and high reliability.

Note that since the melting point of the bonding material 2
after bonding is at a level comparable to that of a bulk mate-
rial, when Ag is used as the bonding material 2, bonding is
possible at a bonding temperature in a range of 180° C. to
350° C. Furthermore, it is possible to obtain high-temperature
durability of about 900° C. after bonding. As a result, it is
possible to obtain the semiconductor device having the
improved high-temperature durability in addition to the high
quality and high reliability.

Advantages

The manufacturing method of a semiconductor device
according to this preferred embodiment includes the steps of
(a) preparing an insulating or conductive substrate; (b)
arranging a bonding material 2 having sinterability in at least
one bonding region 3a of a principal surface of the substrate
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(i.e., insulating substrate 3); and (c) sintering the bonding
material 2 while a bonding surface to be subjected to bonding
of at least one semiconductor element 1 is brought into pres-
surized contact with the bonding material 2, and bonding the
substrate (i.e., insulating substrate 3) and the semiconductor
element 1 together through the bonding material 2. The bond-
ing region 3a in the step (b) is inwardly positioned from the
bonding surface (i.e., region 35) of the semiconductor ele-
ment 1 in plan view, and the bonding material 2 is not pro-
truded outwardly from the bonding surface of the semicon-
ductor element 1 in plan view even after the step (c).

Accordingly, in the step of arranging the bonding material
2 on an upper surface of the insulating substrate 3, the bond-
ing material 2 is arranged inwardly in plan view from the
bonding surface of the semiconductor element 1, and there-
fore it is possible to heat the bonding material 2 while apply-
ing sufficient pressure to the bonding material 2. In addition,
since even after bonding, the bonding material 2 does not
protrude around the semiconductor element 1, such a case
does not occur that the protruded bonding material 2 drops off
in a step subsequent to the bonding step (e.g., a step of wire
bonding) or after completion of the semiconductor device. As
a result, it is possible to obtain the semiconductor device
having high quality and high reliability, in addition to the
high-temperature durability obtained by using the bonding
material 2 having sinterability.

Further, after the step (¢) in the manufacturing method of
the semiconductor device according to this preferred embodi-
ment, the bonding material 2 is a conductive metal having any
of Ag, Cu, Pd, and Au as a main component.

Therefore, by using the bonding material 2 including a
conductive metal having any of Ag, Cu, Pd, and Au as a main
component, it is possible to increase the heat resistant tem-
perature of the bonding material 2 more than that of the solder
material having Sn as a main component. In addition, by
using Cu as the main component of the material for the
bonding material 2, it is possible to reduce the material cost.

Furthermore, in the step (b) in the manufacturing method
of the semiconductor device according to this preferred
embodiment, the bonding material 2 includes metallic par-
ticles having a diameter of 1 nm or more and 10 pm or less.

Accordingly, by using fine metallic particles having a
diameter of 1 nm or more and 10 pm or less as the bonding
material 2, it is possible to perform sinter bonding at a tem-
perature lower than a melting temperature specific to the
bonding material. In addition, by using the bonding material
2 in which particles having a diameter of 1 nm or more and 10
um or less are mixed together, it is possible to reduce the
material cost.

Furthermore, in the step (b) in the manufacturing method
of the semiconductor device according to this preferred
embodiment, the bonding material 2 is in a paste form.

Accordingly, by using the bonding material 2 in a paste
form, the bonding material 2 can be arranged by printing. By
arranging the bonding material 2 by printing, the bonding
material 2 can be collectively arranged in a plurality of
regions, and therefore the productivity is increased.

Furthermore, in the step (b) in the manufacturing method
of the semiconductor device according to this preferred
embodiment, the bonding material 2 is arranged by printing.

Accordingly, by arranging the bonding material 2 by print-
ing (e.g., screen printing), the bonding material 2 can be
collectively arranged in a plurality of regions, and therefore
the productivity is increased.

Furthermore, in the step (b) in the manufacturing method
of the semiconductor device according to this preferred
embodiment, as the bonding region 3a, a plurality of bonding
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region is provided, and, in the step (c), as the semiconductor
element 1, a plurality of semiconductor elements is provided,
and the semiconductor elements 1 are bonded in the bonding
regions 3a, respectively.

Accordingly, the productivity is increased by collectively
arranging the bonding material 2 in a paste form in the plu-
rality of regions by printing, and further by mounting the
plurality of semiconductor elements 1 in the regions respec-
tively to perform a heating and pressurization processing, and
performing bonding collectively.

Furthermore, after the step (c¢) in the manufacturing
method of the semiconductor device according to this pre-
ferred embodiment, a thickness of the bonding material 2 that
has been sintered is 1000 pm or less.

As a result, although a bonding thickness of 1000 um or
more has been necessary in the solder material in general, the
bonding thickness can be made 1000 um or less by perform-
ing the bonding using the bonding material 2 according to this
preferred embodiment. When the bonding thickness is made
smaller, an entire thickness of the semiconductor device can
be made smaller. Further, when the bonding thickness is made
smaller, an amount of using the bonding material 2 can be
reduced, and therefore the material cost can be reduced.

Further, the semiconductor device according to this pre-
ferred embodiment includes an insulating or conductive sub-
strate; a semiconductor element 1 bonded to a surface of the
substrate (i.e., insulating substrate 3); and a bonding material
2 having sinterability that bonds the substrate and a bonding
surface to be subjected to bonding of the semiconductor ele-
ment 1 together. The bonding material 2 is the material sin-
tered while the bonding surface of the semiconductor element
1 is brought into pressurized contact with the bonding mate-
rial 2, and the bonding material 2 is not protruded outwardly
from the bonding surface of the semiconductor element 1 in
plan view.

Accordingly, since the sintered bonding material 2 is not
protruded around the semiconductor element 1, such a case
does not occur that the protruded bonding material 2 drops off
and causes a short-circuit of wiring. As a result, it is possible
to improve the quality and reliability of the semiconductor
device.

Second Preferred Embodiment
Configuration

FIG. 3 illustrates a cross sectional view of a semiconductor
module which includes a semiconductor device according to
this preferred embodiment and which is applied to an elec-
tronic device used under a high-temperature environment.
The semiconductor device according to this preferred
embodiment includes an conductive substrate 5, a semicon-
ductor element 1 bonded to the conductive substrate 5, and a
bonding material 2 having sinterability that bonds the con-
ductive substrate 5 and the semiconductor element 1 together.
Note that the conductive substrate 5 is a metallic plate.

A rear surface (i.e., a surface opposite to a surface to be
bonded to the semiconductor element 1) of the conductive
substrate 5 is adhering to an insulating metallic layer 6 having
insulating foil on a bottom surface thereof.

As illustrated in FIG. 3, an electrode 9 is provided at one
end of the conductive substrate 5. In addition, an electrode 9
on the other end side of the conductive substrate 5 is con-
nected to an upper side electrode of the semiconductor ele-
ment 1 with a wire 7.

The conductive substrate 5, the semiconductor element 1,
the bonding material 2, the insulating metallic layer 6, and the
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wire 7 are sealed by a sealing material 10 including an epoxy
resin as a main component. Note that a part of the bottom
surface of the insulating metallic layer 6 and the electrode 9 is
exposed outside the sealing material 10. Note that the elec-
trode 9 is externally connected to a motor, a battery, and a
harness by wiring. Hereinafter, each constituent will be
described in details.

In the semiconductor device according to this preferred
embodiment, for example, a pair of an IGBT and a diode, as
the semiconductor element 1, is bonded to the conductive
substrate 5. The IGBT as the semiconductor element 1 has a
collector electrode as a back side electrode, and a gate elec-
trode and an emitter electrode as upper side electrodes. In the
IGBT, input from outside (switching on/off control) and
external control are made by means of the electrodes 9. Note
that the semiconductor element 1 is not restricted to the IGBT,
but a MOSFET, a transistor, or the like may be used. Further,
the semiconductor element 1 is not restricted to those that use
Si as a material, but may be a MOSFET, a diode, or the like
that uses SiC or GaN as a material, for example. Note that the
upper side electrode and the back side electrode of the semi-
conductor element 1 are treated with metallization using
Ti—Ni—Au or Ag.

The back side electrode (e.g., collector electrode) of the
semiconductor element 1 and the conductive substrate 5 are
electrically connected together with the bonding material 2.
The conductive substrate 5 is a metallic plate made of copper
or a copper alloy having thermal conductivity as large as
about 400 W/(m. K), and having electric resistance as small as
about 2 nQ-cm. The conductive substrate 5 has a thickness of
about 3 to 5 mm, and has a function as a radiator plate.

One end of the conductive substrate 5 extends outside the
sealing material 10 and is formed as the electrode 9. The
semiconductor element 1 such as the MOSFET or IGBT
described above has a large heat value in order to perform
switching control of a large current. Therefore, it is necessary
to provide the conductive substrate 5 that functions as the
radiator plate having such high thermal conductivity.

The insulating metallic layer 6 adhering to the rear surface
of the conductive substrate 5 has a laminated structure of an
insulating layer and a protective metallic layer. An epoxy
resin mixed with a filler such as boron nitride or alumina is
used for the insulating layer. The protective metallic layer
made of copper, alumina, or the like having high thermal
conductivity is adhering to the insulating layer. Further,
although not illustrated in FIG. 3, a heat dissipation plate, a
heat sink provided with a plurality of fins, water-cooled fins,
or the like is connected to the insulating metallic layer 6.

Heat generated by operation of the semiconductor element
1 is transferred through the conductive substrate 5 and the
insulating metallic layer 6, and further dissipated outside, for
example, through a radiator plate (not illustrated) connected
to the insulating metallic layer 6. In this way, increase in
temperature of the semiconductor element 1 is suppressed.

Note that although the semiconductor device according to
this preferred embodiment includes the insulating metallic
layer 6, such a configuration may be adopted that the insulat-
ing metallic layer 6 is not provided and the rear surface of the
conductive substrate 5 is exposed. Furthermore, such a con-
figuration may be adopted that the insulating substrate 3 (e.g.,
a ceramic substrate made of aluminum nitride) described in
the first preferred embodiment is provided instead of the
conductive substrate 5 and the insulating metallic layer 6.

The upper side electrode (gate electrode) of the semicon-
ductor element 1 as the IGBT is connected to the electrode 9
with the wire 7, and the other upper electrode (emitter elec-
trode) of the semiconductor element 1 is connected to the
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upper side electrode of the semiconductor element 1 as the
diode which is arranged adjacent thereto through the wire 7.
The back side electrode (collector electrode) of the semicon-
ductor element 1 is electrically connected to an external ter-
minal through the conductive substrate 5 and the electrode 9.

The electrode 9 is formed by bending a flat plate with die.
The flat plate has a thickness of about 0.5 to 2 mm and the flat
plate is made of copper or a copper alloy. Generally, wiring
connection from a surface of the semiconductor element 1 to
an external electrode is made by wire bonding using the wire
7 made of a metal such as aluminum and by solid phase
bonding. The semiconductor device according to this pre-
ferred embodiment is assumed to perform switching control
of'alarge current and allow a large current to flow as operating
current. Therefore, the plurality of wires 7 is arranged in
parallel, and a thick metallic wire having a diameter of about
300 to 500 um is used as the wire 7.

Further, as with the first preferred embodiment, in a bond-
ing portion between each of the semiconductor elements 1
and the conductive substrate 5, the bonding material 2 is not
protruded outwardly from a bonding surface to be subjected
to bonding of the semiconductor element 1 in a plan view.
Note that in this preferred embodiment, the bonding surface
to be subjected to bonding of the semiconductor element 1 is
a bottom surface of the semiconductor element 1. Specifi-
cally, for example, one side of the bottom surface of the
semiconductor element 1 is 4 mm to 18 mm.

Manufacturing Method

First, the conductive substrate 5 having a size of 10 mmx80
mmx3 mm is prepared. FIG. 4 is a plan view of the conductive
substrate 5. Next, the bonding material 2 in a paste form and
having sinterability is arranged in a bonding region 5a on an
upper surface of the conductive substrate 5. The bonding
material 2 has the same nature as that of the bonding material
described in the first preferred embodiment. A syringe is filled
with the bonding material 2, and the bonding material 2 is
ejected from the syringe to coat the bonding region 5a.
Namely, the bonding region 5a is a region in which the bond-
ing material 2 is arranged. In FIG. 4, a region 54 is a region on
which a bonding surface (the bottom surface of the semicon-
ductor element 1 in this preferred embodiment) of the semi-
conductor element 1 is projected. The bonding material 2 is
arranged in a center of the region 54.

Next, the semiconductor element 1 is mounted on the con-
ductive substrate 5 so that the bottom surface of the semicon-
ductor element 1 overlaps the region 55. Here, the bonding
region 5a in which the bonding material 2 is arranged is
inwardly positioned from the region 55. Namely, the bonding
material 2 is arranged inwardly from the region 54 in the step
ofarranging the bonding material 2 which is described above.

The bonding material 2 is then sintered while the bonding
surface of the semiconductor element 1 that has been
mounted is brought into pressurized contact with the bonding
material 2. The processing of pressurization and heating is
performed by a hot press apparatus. The heating temperature
is in a range of 180° C. to 350° C., a pressurizing force is in a
range of 5 MPa to 30 MPa, and this state is kept for 30 to 180
seconds to perform bonding. By this processing of pressur-
ization and heating, the insulating substrate 3 and the semi-
conductor element 1 are bonded together through the bonding
material 2. Note that in the step for performing the heating and
pressurization processing by the hot press apparatus, a plu-
rality of conductive substrates 5 may be processed collec-
tively.

During pressurization, the bonding material 2 in a paste
form spreads from coating location (bonding region 5a) as a
center between the bottom surface of the semiconductor ele-
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ment 1 and the conductive substrate 5 with a coating location
(bonding region 5a) as a center. Note that a coating amount of
the bonding material 2 is a coating amount with which the
bonding material 2 does not protrude from the bottom surface
(i.e., region 5b) of the semiconductor element 1 during the
pressurization. A thickness of the bonding material after the
bonding, i.e., after heating and pressurization, is about 20 to
200 mm.

As described above, the two semiconductor elements 1
illustrated in FIG. 3 can be simultaneously bonded by the hot
press apparatus. Not only two but also a plurality of semicon-
ductor elements 1 can be collectively heated and pressurized,
and simultaneously bonded together, which is excellent in
productivity.

Next, the upper side electrode of the semiconductor ele-
ment 1 and an upper side electrode of another semiconductor
element 1, or the upper side electrode of the semiconductor
element 1 and the electrode 9 are connected together by
wiring with the wire 7 made of Al, for example, by wedge
bonding.

Then, finally, the conductive substrate 5, the semiconduc-
tor element 1, the bonding material 2, and the wire 7 are
sealed by the sealing material 10 having the epoxy resin as a
main component through a transfer molding method. In this
case, the insulating metallic layer 6 adheres to the conductive
substrate 5.

By the manufacturing method according to this preferred
embodiment, it is possible to perform the bonding at a tem-
perature (180° C. to 350° C.) lower than a melting-point
temperature of the bulk material, and obtain high-quality
bonding having heat resistance up to the melting point of the
bulk material. As a result, it is possible to obtain a semicon-
ductor device that can operate at a high temperature and has
high reliability.

Advantages

In the step of arranging a bonding material 2 having sin-
terability in a bonding region 5a of a principal surface of the
substrate (i.e., conductive substrate 5) in the manufacturing
method of the semiconductor device according to this pre-
ferred embodiment, the bonding material 2 is arranged by
being ejected from a syringe.

Accordingly, when the bonding is performed, the semicon-
ductor element 1 is heated while the conductive substrate 5 is
pressurized. Therefore, by arranging the bonding material 2
in a center of a region in which the semiconductor element 1
is arranged, the bonding material 2 is pressurized and spreads
substantially in a concentric manner. For this reason, even
when the bonding material 2 is arranged using syringe, it is
possible to perform the bonding.

While the invention has been shown and described in
detail, the foregoing description is in all aspects illustrative
and not restrictive. It is therefore understood that numerous
modifications and variations can be devised without depart-
ing from the scope of the invention.

What is claimed is:

1. A manufacturing method of a semiconductor device,

comprising the steps of:

(a) preparing an insulating or conductive substrate and at
least one semiconductor element having an electrode on
one side thereof as a bonding surface of the semicon-
ductor element;

(b) arranging a bonding material having sinterability in at
least one bonding region of a principal surface of said
substrate; and

(c) sintering said bonding material while said bonding
surface of said semiconductor element is brought into
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pressurized contact with said bonding material, to bond
said substrate and said semiconductor element, wherein
said bonding surface has an outer edge, and

said bonding material is inwardly positioned from the outer
edge of the bonding surface of said semiconductor ele-
ment in plan view even after said step (c).

2. The manufacturing method of a semiconductor device

according to claim 1,

wherein, after said step (c), said bonding material is a
conductive metal having any of Ag, Cu, Pd, and Au as a
main component.

3. The manufacturing method of a semiconductor device

according to claim 1,

wherein, in said step (b), said bonding material comprises
metallic particles having a diameter of 1 nm or more and
10 pum or less.

4. The manufacturing method of a semiconductor device

according to claim 1,

wherein, in said step (b), said bonding material is in a paste
form.

5. The manufacturing method of a semiconductor device

according to claim 1,

wherein, in said step (b), said bonding material is arranged
by printing.

6. The manufacturing method of a semiconductor device

according to claim 1,

wherein, in said step (b), said bonding material is arranged
by being ejected from a syringe.

7. The manufacturing method of a semiconductor device

according to claim 4,

wherein, in said step (b), as said bonding region, a plurality
of bonding regions is provided, and

in said step (c), as said semiconductor element, a plurality
of semiconductor elements is provided, and said semi-
conductor elements are bonded in said bonding regions,
respectively.

8. The manufacturing method of a semiconductor device

according to claim 5,

wherein, in said step (b), as said bonding region, a plurality
of bonding regions is provided, and

in said step (c), as said semiconductor element, a plurality
of semiconductor elements is provided, and said semi-
conductor elements are bonded in said bonding regions,
respectively.

9. The manufacturing method of a semiconductor device

according to claim 6,

wherein, in said step (b), as said bonding region, a plurality
of bonding regions is provided, and

in said step (c), as said semiconductor element, a plurality
of semiconductor elements is provided, and said semi-
conductor elements are bonded in said bonding regions,
respectively.

10. The manufacturing method of a semiconductor device

according to claim 1,

wherein, after said step (c), a thickness of said bonding
material that has been sintered is 1000 um or less.

11. A semiconductor device comprising:

an insulating or conductive substrate;

a semiconductor element including an electrode on one
side thereof as a bonding surface of the semiconductor
element, said electrode pressure bonded to a surface of
said substrate; and

a bonding material having sinterability that forms said
bond of said substrate and said semiconductor element,
wherein

said bonding surface has an outer edge, and
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said bonding material is inwardly positioned from said
outer edge of said bonding surface of said semiconduc-
tor element in plan view after said pressure bonding.
12. The manufacturing method of a semiconductor device
according to claim 1,
wherein said semiconductor element includes an upper
side electrode, and the method further comprises con-
necting a wire to said upper side electrode of said semi-
conductor element.
13. The manufacturing method of a semiconductor device
according to claim 12,
wherein said upper side electrode is on a side of said
semiconductor element opposite to said one side.
14. The semiconductor device according to claim 11,
wherein said semiconductor element comprises an upper
side electrode, and said semiconductor device com-
prises a wire connected to said upper side electrode of
said semiconductor element.
15. The semiconductor device according to claim 14,
wherein said upper side electrode is on a side of said
semiconductor element opposite to said one side.
16. The manufacturing method of a semiconductor device
according to claim 1,
wherein in said step (c¢) said bonding material spreads
outwardly from said bonding region.
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17. The manufacturing method of a semiconductor device
according to claim 1,

wherein said substrate comprises a bonding surface having
an outer edge, and

said bonding material is inwardly positioned from said
outer edge of said bonding surface of said substrate in
plan view even after said step (c).

18. The semiconductor device according to claim 11,

wherein said substrate comprises a bonding surface having
an outer edge, and

said bonding material is inwardly positioned from said
outer edge of said bonding surface of said substrate in
plan view.

19. The manufacturing method of a semiconductor device

according to claim 1,

wherein said outer edge extends along an entire periphery
of said bonding surface, and

said bonding material is inwardly positioned from said
entire periphery of said bonding surface.

20. The semiconductor device according to claim 11,

wherein said outer edge extends along an entire periphery
of said bonding surface, and

said bonding material is inwardly positioned from said
entire periphery of said bonding surface.
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